
TABLE 1

EXHIBIT 322A - OTTER CREEK MINE

COAL QUALITY - AVERAGE BY SEAM

As-Shipped As-Received

SEAM Proximate % OF ASH SULFUR FORMS

MOIST ASH BTUS SULFUR NA2O PYRITIC ORGANIC

Knobloch 27.14         5.63           8,760         0.16           9.00           0.02              0.15              

Lower Knobloch 27.74         7.33           8,489         0.28           6.00           0.02              0.27              

(LK)

Lower Upper Knobloch 28.70         7.38           8,301         0.15           5.76           0.01              0.15              

(LUK)

Upper Knobloch 27.59         5.73           8,691         0.17           8.30           0.04              0.15              

(UK)

Upper Upper Knobloch 28.36         6.81           8,410         0.18           7.44           0.03              0.18              

(UUK)

ALL 27.41 5.96 8,686         0.18 8.28 0.02 0.17
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